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NOTES:
1. ALL EXPOSED METALLIZED AREA SHALL BE GOLD PLATED 5. KYOCERA STANDARD SPEC AS—1003-B SHALL BE APPLIED EXCEPTED ITEM2(BAKING TEST).
20 MICRO INCHES MIN. THK. WITHOUT NICKEL PLATED. BAKING TEST SHALL BE APPLY ON BELOW.
2. FLATNESS PERTAINS TO METALLIZED PADS ONLY. a) BAKING TEST;
3. SEAL RING AREA AND DIE ATTACH ARFA SHALL BE ISOLATED GOLD PLATING SHALL NOT SHOW BLISTERS, PEELING OR FLAKING, WHEN VIEWED BY THE NAKED EYE
FROM ANY LEADS. (ZERO GROUND) AFTER BAKING TEST USING HEATER BLOCK AT 350 DEGREES C FOR 1 MINUTE IN AIR ATMOSPHERE.[ S=0
4 LEAD RESISTANCE SHALL BE 0.30 O MAX. DISCOLORATION OF GOLD PLATING SHALL BE ACCEPTABLE. D=0
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